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Date:  May 13, 2014 Company:  Goldmorr USA LLC 

P.O. #  20140316RI ATTN:  Rob Stover 

Ref. #  Sample No. 0001 Address:  PO Box 775551 

Material:  5 Pieces of Aluminum Stock Address:  Steamboat Springs, CO 80477 

Specification: ASTM B117-11 

Lab#:  1403-233  

Size: 4” x 6”  

Coated with Eco Activ CRC  

 
 
 
 
 

Corrosion [salt spray] test was performed on five panels for 1000 hours according to ASTM B117-11. The coated specimens 
were exposed to salt spray fog and set at 20º from the vertical in compliance with ASTM B117-11 paragraph 7.1.1. Minimal 
corrosion spots/pits were found.  Specifically the panels had the following results: 

 

Panel 1  2 spots/pits 

Panel 2  1 spot/pit 

Panel 3  2 spots/pits 

Panel 4   1 spot/pit 

Panel 5   2 spots/pits 

(These results are acceptable per a typical MIL specification) 
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          Respectfully Submitted, 
 
 
              
          Jason Schmidt      
          QA Manager  

 


